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Soft striped magnetic fluctuations competing with superconductivity in Fe,,, Te
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Neutron spectroscopy is used to investigate the magnetic fluctuations in Fe,;,Te—a parent compound of
chalcogenide superconductors. Incommensurate “stripelike” excitations soften with increased interstitial iron
concentration. The energy crossover from incommensurate to stripy fluctuations defines an apparent hourglass
dispersion. Application of sum rules of neutron scattering find that the integrated intensity is inconsistent with an
S = 1 Fe*" ground state and significantly less than S = 2 predicted from weak crystal field arguments pointing
towards the Fe’t being in a superposition of orbital states. The results suggest that a highly anisotropic order
competes with superconductivity in chalcogenide systems.
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Pnictide and chalcogenide superconductors have altered
the view of what provides the basis for high temperature
superconductivity. While the cuprate superconductors uni-
versally derive from Mott insulators which can, at least
qualitatively, be understood in terms of a single electronic
band, the parent phase of iron-based superconductors has
been less clear: Fe-based parent phases are either poorly
metallic or semimetallic resulting in a debate over whether
a localized or itinerant/spin-density-wave picture is more
appropriate [1,2]. Towards this goal, it is important to
understand the magnetic excitation spectrum in starting
materials as superconducting variants consist of fluctuating
versions of this ground state [3]. Here we study Fe;;.Te
which is arguably the structurally simplest of the iron
superconductors based upon single layers of tetrahedrally
coordinated Fe** ions [4,5]. While the iron superconductors
have been shown to display both localized [6,7] and itinerant
properties [8,9], Fe,;,Te hosts one of the most localized
responses of all iron-based superconductors evidenced by
large ordered magnetic moments and calculated heavy band
masses [10].

In this study, we combine neutron scattering data from spec-
trometers with overlapping dynamic ranges on two samples of
Fe;,,Te to understand the magnetic fluctuations. We report
a one-dimensional incommensurate excitation that softens
with increased charge doping with interstitial iron and hence
competes with unconventional chalcogenide superconductiv-
ity. We apply sum rules of neutron scattering to evaluate
the spin and orbital ground state of the iron cations. The
results represent a dynamical signature of a highly anisotropic
striped order which competes with superconductivity in the
chalcogenides.

Superconductivity in Fe;y,Te;_,Ch, (where Ch is a
chalcogenide ion) has been most commonly achieved through
anion substitution on the Te site y with either sulfur or
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selenium [11,12]. However, the cation concentration (inter-
stitial iron x) in Fe(4, Te;_,Ch, is directly correlated with the
anion concentration (y) and chemical techniques have been
developed to independently tune x and y [13]. Several studies
have found that changing the concentration of interstitial iron
has analogous effects to anion doping for a fixed selenium
concentration [14-16].

The structural and magnetic properties of Fe;,,Te as a
function of x have been reported by several groups giving
generally consistent results [17-21]. A neutron diffraction
study found a phase diagram with two distinct phases as
a function of interstitial iron [22]. For low concentrations
of x < 11%, a commensurate collinear magnetic phase is
realized with the critical properties being first order. For large
x > 11%, the transition is second order with a spiral magnetic
low-temperature phase. The two extremes are separated by
a tricritical-like point at x~11% where short-range incom-
mensurate spin-density wave order is observed. Resistivity
measurements found the collinear x < 11% values to be
metallic at low temperatures while larger x > 11% are “semi”
(or poorly) metallic and scattering from incommensurate spin
fluctuations was implicated as the origin of the enhanced
resistivity [23]. Therefore, based upon the fixed selenium
studies [15,16] and these magnetic and structural results,
metallicity and superconductivity are favored for smaller
values of interstitial iron.

Doping charge through interstitial iron therefore remains
an independent means of controlling the electrical properties
of the chalcogenides. We present neutron inelastic data
taken from steady state reactor sources (MACS, PUMA, and
HB1) and time-of-flight instruments (MAPS) based at pulsed
spallation sources. Further experimental and sample details are
given in the Supplemental Material [24] (see also Ref. [25])
and also details on phonon contamination and how these were
disentangled (see also Ref. [26]).
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FIG. 1. (Color online) Neutron inelastic scattering comparing
commensurate Fe, os7(7)Te with incommensurate Fe; 1415 Te. (a), (b)
Constant-Q slices of the low-energy data taken on MACS (Ef =
2.6 meV). (c)-(h) Constant energy slices from MAPS taken with
incident energies of 75, 150, and 350 meV.

We first describe the dispersion of the spin excitations in
momentum. Representative constant energy and momentum
slices are displayed in Fig. 1 for both interstitial iron concentra-
tions. Panels (a) and (b) show high-energy resolution constant-
O slices illustrating the gapped nature of the excitations for
collinearly ordered x = 0.057(7) and the gapless low-energy
incommensurate fluctuations for x = 0.141(5) in the spiral
magnetic phase [27]. Higher-energy excitations are displayed
in panels (c)—(h) through a series of constant energy slices at
35, 70, and 113 meV. The data do not show clean circular
spin-wave cones, but rather excitations broad in momentum
and dispersing to the zone boundary.

Constant energy cuts for both commensurate and incom-
mensurate crystals are presented in Fig. 2. The solid lines
are fits to a Gaussian line shape multiplied by the isotropic
Fe?* form factor squared [28] from which a peak position
and integrated intensity were derived. The open symbols are
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FIG. 2. (Color online) Cuts along the (H,0) direction for com-
mensurate x = 0.057(7) (a)—(c) and incommensurate x = 0.141(5)
(d)—(f) crystals. The data is taken from thermal triple-axis and
spallation source data. Open circles are symmetrized data and
displayed for visual comparison.

symmetrized data around é = 0. The vertical dashed lines
emphasize the fact that as the energy transfer is increased, the
peak position in momentum disperses inward and then outward
at higher energies.

Based upon fits (Fig. 2) we construct a dispersion curve
(Fig. 3) along the [1,0] direction comparing the commensurate
and incommensurate crystals. For the commensurate x =
0.057(7) sample, the excitations are gapped (Fig. 1) and
then disperse inwards to a wave vector H < 0.4 at around
30 meV energy transfer. The excitations then disperse towards
the zone boundary which is reached at ~100 meV. Interest-
ingly, the excitations are nearly vertical as they extend to higher
energies indicative of strong dampening at the zone boundary.
This marks a clear distinction from predictions based upon a
localized Heisenberg exchange [29]. A strong zone boundary
dampening has been reported in superconducting iron-based
variants [30], in cuprates and associated with the onset of
the electronic pseudogap [31], and predicted to exist in Cr
metal [32]. Our results, however, mark a clear difference
between parent cuprates (and even cuprates close to the
charged doped boundary of superconductivity) [33,34] and
iron-based systems as we do not see localized spin waves
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FIG. 3. (Color online) The dispersion of the magnetic excitations
in Fe 4, Te withx = 0.057(7) (a) and x = 0.141(5) (b) representative
of commensurate and incommensurate magnetically ordered phases,
respectively. (c) and (d) show the low-energy portion of the magnetic
dispersion. The data is a compilation of triple-axis and spallation
data. The inward dispersion described in the text is highlighted by
the arrows.

which can be interpreted in terms of a localized Heisenberg
model on a Mott insulating ground state.

The fluctuations in incommensurate x = 0.141(5) are
different. The low-energy fluctuations are gapless and disperse
inwards until ~20 meV and then disperse outwards until
the highest energy transfers studied. However, in contrast
to the commensurate x = 0.057(7) material the excitations
do not reach the zone boundary but disperse up to the
highest energies studied. There are therefore two effects
of doping with interstitial iron—first, to decrease or soften
the inward dispersing minimum in the magnetic excitations,
and second, to increase the top of the excitation band.
A common feature from both interstitial iron concentra-
tions is the inward (or nearly vertical) dispersion at low
energies. This dispersion never reaches the commensurate
Q = 0 positions, but disperses towards an incommensurate
position that softens in energy with increased interstitial iron
concentration.

The energy inward dispersion in Fig. 3 also represents a
crossover from two-dimensional excitations to strongly one-
dimensional where the momentum dependence is well defined
in H, however broad along both L and K. This is illustrated in
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FIG. 4. (Color online) Momentum integrated intensity in abso-
lute units as a function of energy transfer for (a) incommensurate
x = 0.141(5) and (b) commensurate x = 0.057(7) samples. The
“stripe” correlation parameter « is plotted for both concentrations
in (c) and (d).

Fig. 1(f) that shows the magnetic fluctuations form stripes at
high energy. To characterize this, we have fit the K dependence
ateachenergy transferto I(K) o (1 + 2« cos[é . l;)], where o
represents the strength of correlations between stripes aligned
along a. The results are shown in Figs. 4(c) and 4(d) for both
interstitial iron concentrations. The parameter « falls, within
error, to zero at energies above the inward dispersion indicating
one-dimensional stripy fluctuations—a feature absent in su-
perconducting chalcogenides [30] and pnictides [35-37]. The
highly one-dimensional nature of the fluctuations indicates that
a highly anisotropic order is proximate in the chalcogenide
superconductors. The anisotropy exceeds that observed in
superconducting LaFeAsO [38] and CaFe, As; in the paramag-
netic phase [39]. While the the results may indicate stripelike
fluctuations, as discussed in the context of the cuprates [40,41],
it may also reflect an underlying anisotropy associated with
the orbital ground state. It is difficult to interpret the re-
sults in terms of anisotropic localized exchange (as recently
done for the low-energy fluctuations Ky gsFe| s4Se, [42] and
SrCo,As, [43]) given the lack of spin-wave cones and the
integrated intensity discussed below. Highly anisotropic orders
such as quadruopolar order, discussed in terms of triangular
S = 1 magnets originating from biquadratic exchange (term
“spin nematic”) [44,45], or “nematic” order connected with the
underlying Fermi surface topology may be the origin [46—49].
We note that all of these proposals predict a director where, in
analogy to liquid crystals, there is some form of orientational
order.
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To understand the underlying ground state, we now
discuss the integrated intensities. The g integrated intensity
for the commensurate and incommensurate samples is
shown in Fig. 4. The calibration method is discussed in
the Supplemental Material (see also Refs. [50-54]). The
integrated intensity shows a peak near where the momentum
dispersion (Fig. 3) shows a minimum in wave vector reflecting
a Van Hove-type singularity where the group velocity
of the magnetic mode reaches zero. For both interstitial
concentrations at large energy transfers above the peak in the
local susceptibility, the integrated intensity is nearly constant.
The average value at these energy transfers is similar to
the normalized values reported for pnictide systems such as
CaFe;As; [36] indicating a strong similarity in the physics
between the pnictides and the chalcogenides.

The combined inward dispersion and peak in the local
susceptibility indicate an hourglasslike dispersion. While sim-
ilar to Lay_, Sr,CuQ4, the momentum dependence in Fe;,Te
differs to YBa,Cu3Og, . wWhere the two branches meet at the
commensurate (r,7r) point [55-58]. Similar structures have
also been observed in more localized Las;3Sr;3C004 [59]
and single-layered manganites [60]. Interestingly, the hour-
glass dispersion is absent in the superconducting state
Fe1xTeg7Seps3 [61]. An analogous “U”-type dispersion was
observed to be stabilized by Ni/Cu doping [62] which sup-
pressed superconductivity and incommensurate order has been
observed near the superconducting phase in BaFe,_,Ni,As;
and Fe;,Se,Te;_, [63,64]. These results indicate that the soft
incommensurate mode is detrimental to superconductivity and,
given the presence in both localized and metallic magnets, that
the hourglass dispersion is not directly tied to an electronic
origin. Our results would point towards the hourglass point
marking a crossover from two-dimensional to one-dimensional
fluctuations as discussed above.

Based on the available magnetic and crystal field data,
it is not clear how to understand the single-ion properties
of the tetrahedrally coordinated Fe?* jon in Fe, ., Te. Hence
the neutron scattering cross section, which is typically fixed
by the value of S, is uncertain. In a localized model, there
are two possible scenarios for populating the 3d° electron
configuration [6,65]. In the the first case, termed the weak or
intermediate crystal field limit, Hund’s energy scale dominates
and the low-energy doubly degenerate |e) and higher-energy
triply degenerate |¢) states are populated giving § = 2. At
the other extreme, referred to as the large crystal field limit,
the energy splitting between |e) and |f) dominates and this
results in an orbital triplet state with S = 1 [66]. An interplay
between these two energy scales has been suggested to cause
a possible spin-state transition in pnictides [67]. Fe;.Te
has been argued to be in this strong crystal field S =1
limit [68,69]. This also seems to be corroborated by a series
of neutron diffraction results in the chalcogenide and pnictide
systems where small ordered (proportional g, where g is the
Landé factor) moments are reported.

The neutron scattering cross section is governed by several
sum rules, and in particular the zeroth moment sum rule
which can be written as defd“%q%[n(E) +11x"(q,E) =
%gz,u%S(S + 1) (further details are provided in the Supple-
mental Material). The integral includes both elastic and inelas-
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tic scattering contributions and is independent of broadening
due to itinerant effects as the integral is performed over all
momentum and energy. Some estimates on the value for
S have been made based upon purely localized spin-wave
models as in CaFe,As, [36] and BaFe,As, [70]. These have
been summarized for other 122 systems and are typically
in the range from S~0.4—1 [71]. Pure FeAs has an ordered
spiral magnetic moment of only 0.5u4p with no dynamics
reported [72]. These small values are consistent with a strong
crystal field picture fixing S = 1. However, we also note
that neutron inelastic scattering results on Mott insulating
La;0,Fe,OSe; have been consistent with the weak crystal field
picture with S = 2 [73-75] and the large ordered moments in
K Fe,_,Se, variants [76].

Through the use of the total moment sum rule we can
estimate S in Fe;,,Te. As we have noted, while our results
which extend up to energy transfers of 175 meV do not
capture all of the magnetic cross section, an integral over
this energy range gives a lower limit on the total spectral
weight and hence an effective S. Combining both static and
dynamic contributions gives 3.4 + 0.3,u% and 3.7 :I:O.SM%
for x = 0.141(5) and 0.057(7), respectively. For § = 1 and
2 we would expect a total integral of 2.67 and SM%, re-
spectively. Entropic arguments based upon high-temperature
heat capacity measurements would suggest that Se = % is
more appropriate and this would give a predicted integral
of 5/1,%, closer to our measurements given that even at
175 meV the top of the band has not been reached. While our
results are consistent with earlier low-energy measurements
on Fe, j; Te [77], we find significant spectral weight extending
up to high energies giving the apparent low-temperature
discrepancy. More discussion on this point is provided in the
Supplemental Material. The integrated intensities are difficult
to understand in terms of a purely localized model with § = 1
or 2 discussed above, therefore suggesting the importance of
itinerant effects. Such effects may be captured by considering
orbital transitions [78] or an orbitally entangled ground state
which can also account for the highly anisotropic nature
suggested by the high-energy spin dynamics [79]. We have
searched for high-energy orbital transitions without success
and this is discussed in the Supplemental Material (see also
Refs. [80-84]).

In summary, our work finds three results based upon our
study of the spin fluctuations in parent Fe,,Te. First, we ob-
serve the presence of a soft incommensurate stripy excitation.
Second, by applying sum rules, we find the integrated intensity
to be inconsistent with an § = 1 ground state expected in
the presence of a strong crystalline electric field. Third, our
results produce an apparent hourglass structure which defines
a crossover point from two-dimensional fluctuations to one
dimensional. The results point to the parent Fe>™ ground state
of chalcogenide superconductors being highly anisotropic and
also in an intermediate state between strong (S = 2) and weak
(S = 1) orbital ground states.

We are grateful for funding from the Royal Society of
Edinburgh, the Carnegie Trust for the Universities of Scotland,
STFC, and through the National Science Foundation (Grant
No. DMR-09447720).
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